[image: image1.jpg]Huga chips Luminance Decay Curves

\/

Hours B4 ] (/h&1)

an




[image: image2.jpg]Tekcore chips Luminance Decay Curves

\\

Hours 1000





[image: image3.png]Cree chips Luminance Decay Curves

500 Hours 1000





[image: image4.png]HP chips(Yellow) Luminance Decay Curves





[image: image5.png]HP chips(Red) Luminance Decay Curves

A
—

_

——

S0 Hours 1000





[image: image6.png]Epistar chips(Yellow) Luminance Decay

——

7

00 Hours 1000





[image: image7.png]Epistar chips(Red) Luminance Decay

800 Hours 1000





[image: image8.jpg]PW Series Life Time Curves

120. 0%
100. 00% £
80.00%

60.00%

40.00%

20.00%

0.00%

Oh 500h 1000k 1500h 2000h 2500h





